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Lithium metal is being considered as the ultimate goal for the 
anode of a high-energy rechargeable battery1, but use of Li 
anodes with traditional liquid or polymer electrolytes has not 

been successful due to difficulties in suppressing dendrite forma-
tion2–4. Solid electrolytes (SEs) are believed to be able to prevent Li 
dendrite growth because of their high mechanical strength and high 
Li+ transference number5–8, as demonstrated by thousands of cycles 
of LiPON-based thin-film Li batteries even at current densities as 
high as 10 mA cm−2 (refs. 9,10). However, the low ionic conductivity 
of LiPON restricts its application solely to thin-film batteries that 
have limited capacity, and therefore integrating lithium anodes with 
highly conductive SEs (> 10−4 S cm−1) is required to develop a high-
energy bulk-type all-solid-state lithium battery5.

Significant advances have been achieved in developing super-
ionic SEs with ionic conductivities approaching or even surpassing 
those of liquid electrolytes11–13. Among them, Li7La3Zr2O12 (LLZO) 
and Li2S–P2S5 are considered the most promising SEs to be used 
with Li metal anodes because of their excellent compatibility with 
Li12,14. However, recent reports have indicated that lithium den-
drites form in LLZOs, regardless of the dopants used for stabiliz-
ing the cubic structure14–26, and also in Li2S–P2S5 SEs, including 
70Li2S–30P2S5 glass26, 75Li2S–25P2S5 glass27,28, 80Li2S–20P2S5 glass 
ceramic29 and polycrystalline β -Li3PS4

26. The formation of dendrites 
leads to short circuiting of the Li/LLZO/Li or Li/Li2S–P2S5/Li cells 
at large currents. The critical current density, at which the cell will 
be shorted, is less than 0.9 mA cm−2 for LLZO and 1.0 mA cm−2 for 
Li3PS4 at room temperature14,17,20,22,24,27,28,30, whereas the critical cur-
rent density of liquid electrolytes can reach 4–10 mA cm−2 at room 
temperature31,32. A detailed comparison of the properties of these 
electrolytes is listed in Supplementary Table 1. These results indi-
cate that dendrite formation in LLZO and Li2S–P2S5 SEs is actually 

much easier than that in liquid-electrolyte lithium cells, contradict-
ing the conventional understanding of dendrites that they can be 
prevented if the electrolytes have a Li transference number close to 
1.07 or shear modulus larger than twice that of Li6. Knowledge about 
such an unexpected behaviour remains insufficient.

Lithium dendrites tend to grow along the grain boundaries and 
voids in SEs21,29. The low relative density of SEs was believed to be 
the major reason for Li dendrite growth, but there is no correlation 
between dendrite suppression and the relative density of LLZO20. In 
fact, Li dendrites still grow in a very dense LLZO (relative density 
> 97%)20–22. The low lithium ion diffusivity at the grain boundaries 
was also reported to be the reason for the dendrite formation15,16,33. 
However, increasing the ionic conductivity of grain boundaries can-
not effectively improve the capability for dendrite suppression15,16. 
Pre-existing defects in surface and bulk SEs, such as cracks, were 
also thought to be the primary reason for dendrite growth8,26, 
because the growth of dendrites in defects/cracks will be easier and 
the generated stress can further extend the crack, promoting Li den-
drite propagation. However, this theory cannot fully explain why the 
dendrites form at a similar current density in LLZO with different 
surface roughness and why the dendrites still form in single-crys-
talline LLZO26. Inhomogeneous lithium plating due to insufficient 
interfacial contact between Li and SEs has also been considered as 
the reason for the dendrite formation, as the critical current den-
sity increases with the decrease in interfacial resistance between Li 
and SEs14,17,20,25,28. However, the dendrites still form at a low current 
density (< 0.9–1 mA cm−2) even if the area specific resistance (ASR) 
of the Li/electrolyte interface has been optimized to be comparable 
to or even lower than that in the liquid-electrolyte or LiPON-based 
lithium cells14,17,25. Until now there has been no theory that can rec-
oncile all these inconsistencies, and there is no clear route to prevent 
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lithium dendrite formation in LLZO and Li2S–P2S5 SEs at the cur-
rent density (10 mA cm−2) required for the fast-charge goal4, which 
may prevent their successful integration with lithium anodes.

Here, we use operando neutron depth profiling (NDP) to inves-
tigate the mechanisms of dendrite formation in LLZO and Li3PS4. 
By monitoring the dynamic evolution of the lithium concentra-
tion profiles in the SEs of LiCoO2/LiPON/Cu, Li/LLZO/Cu and Li/
Li3PS4/Pt cells during Li plating, we visualized that Li dendrites can 
directly deposit inside LLZO and Li3PS4 SEs, whereas no dendrite 
formation can be observed in LiPON. The direct formation of den-
drites inside LLZO and Li3PS4 suggests that high electronic conduc-
tivity is probably the root cause for dendrite formation in these SEs.

Features of dendrites formed by electronic conduction
The distinct difference between LLZO, Li2S–P2S5 and LiPON in 
Li dendrite suppression motivates us to carefully consider what 
properties differentiate these electrolytes. First, we compare LLZO 
with LiPON (Supplementary Table 1). The relative density of a 
well-prepared LLZO electrolyte is similar to that of LiPON. The 
shear modulus of LLZO is about twice that of LiPON34. The ASR 
of the Li/LLZO interface can be much lower than that of the Li/
LiPON interface25,35. Moreover, the ionic conductivity of LLZO 
(10−4 S cm−1) is much higher than that of LiPON (10−6 S cm−1). All 
of these properties should ensure that LLZO has a similar (if not 
higher) dendrite suppression capability to that of LiPON. Therefore, 
there must be other properties that govern the dendrite growth. 
Interestingly, the critical current density of SEs seems to correlate 
well with their electronic conductivities (Supplementary Table 1). 
The electronic conductivities of LLZO (10−8–10−7 S cm−1)36,37 and 
Li2S–P2S5 (10−9–10−8 S cm−1)38,39 are several orders of magnitude 
higher than that of LiPON (10−15–10−12 S cm−1)40–42, whereas the 
critical current densities of LLZO (0.05–0.9 mA cm−2)14,17,20,24,25 and 
Li2S–P2S5 (0.4–1 mA cm−2)27,28 are much lower than that of LiPON 
(> 10 mA cm−2)9. It should be noted that the electronic conductiv-
ity of LLZO and Li2S–P2S5 may be further enhanced during Li plat-
ing because some of the impurities/dopants and the SEs themselves 
may be reduced at the Li plating potential ( <  0 V versus Li/Li+)28,36,43. 
A recent study shows that the electronic conductivity of LLZO can 
increase from 1.2 ×  10−7 S cm−1 to 1.1 ×  10−6 S cm−1 after LLZO is 
reduced36. The high electronic conductivities of LLZO and Li2S–
P2S5 allow Li+ to combine with electrons to form lithium dendrites 
directly inside these SEs when the potential reaches the Li-plating 
potential. Similar phenomena were also reported in sodium solid 
electrolytes. It has been reported that the enhanced electronic con-
duction in sodium β-alumina can lead to the deposition of sodium 
metal directly inside the electrolyte44,45. Moreover, isolated Li nuclei 
can also form inside the solid electrolyte interphase (SEI), formed 
from reduction of liquid-electrolyte in lithium metal batteries, when 
the electronic conductivity of the SEI is high46,47. The high electronic 
conductivity of LLZO and Li2S-P2S5 could potentially be the pri-
mary reason for the dendrite formation in these SEs, but have never 
been considered in previous research efforts. Testing this hypoth-
esis is particularly important since most current research on SEs is 
focused on improving the ionic conductivity with various strategies 
(for example, doping), although these strategies may increase the 
electronic conductivity. The findings are critical for determining the 
future research focus of SEs.

Unlike conventional interface-controlled dendrite growth 
wherein the dendrites grow only from lithium anode to cathode3, 
the distinct feature of electronic-conduction-induced dendrite 
formation is that Li dendrites can deposit directly inside the SE. 
Specifically, in the conventional lithium growth mechanism, Li den-
drites are interconnected and the amount of Li tends to decrease 
with increasing distance from the anode/electrolyte interface (per-
pendicular to the interface). In contrast, Li deposition induced by 
electronic conduction forms dendrites that are isolated and the 

amount of Li plated in this way is not sensitive to the distance from 
the anode/electrolyte interface. Therefore, tracking the Li distribu-
tion throughout a SE perpendicular to the anode/electrolyte inter-
face during Li plating will give direct mechanistic insights into 
dendrite formation in SEs.

time-resolved lithium concentration profiles
Neutron depth profiling (NDP), a non-destructive neutron analyti-
cal technique48,49, is used here to determine the dynamic evolution 
of the lithium concentration profiles in the SEs of LiCoO2/LiPON/
Cu, Li/LLZO/Cu and Li/Li3PS4/Pt cells during Li plating. LiCoO2 
instead of Li metal is used as the lithium source for the cell based on 
LiPON because LiPON as a thin film cannot be readily deposited on 
Li foil. Polycrystalline LLZO is used to make the Li/LLZO/Cu cells. 
Amorphous Li3PS4 (or 75Li2S–25P2S5 glass) is used as a model mate-
rial for Li2S–P2S5 SEs. Figure 1a shows the schematic set-up of the 
operando NDP experiment. The NDP measurement was performed 
on NG5 at the NIST NCNR. The cell structures with different SEs 
are shown in Fig. 1b. Li is plated on the Cu or Pt, during which a real-
time NDP profile is measured from the top surfaces of these cells.

Figure 1c–e depicts snapshots of the lithium concentration  
profiles in these three SEs during lithium plating. Detailed data 
analysis of the NDP profiles can be found in the Supplementary 
Figs. 1–3 and Supplementary Table 2. The ‘0 μ m’ on the depth scale 
is defined as the interface between Cu (or Pt) and the SE prior to  
Li plating. Positive depth values encompass the thickness of SEs. The 
results indicate that almost all the 3.2-μ m-thick LiPON electrolyte 
could be measured, whereas the measurable depths of LLZO and 
Li3PS4 are 16 µ m and 24 µ m, respectively, which are thinner than the 
overall thickness of these two electrolytes (1 mm). All the profiles 
are divided into a surface region and a bulk region by the depth at 
which the tail of the Li peak disappears. The surface region includes 
the Cu (or Pt), the deposited Li and part of the SE, whereas the bulk 
region refers to the bulk of the SE only. The gradual increase of the 
peaks in the surface region indicates the continuous plating of Li on 
the anode.

In this work, Li was plated only in one direction, to exclude any 
complications from the ‘dead lithium’ generated due to the incom-
plete dissolution of lithium during Li stripping. Figure 2a shows 
the voltage profile of the LiCoO2/LiPON/Cu cell for the first charge 
process (Li plating on Cu) at a step-increased current density at 
25 °C (Fig. 2a). Typical impedance spectra for a LiCoO2/LiPON/Cu  
cell were obtained before and after Li plating (Supplementary  
Fig. 4a). No short circuit was observed from the voltage profile 
and impedance of the LiCoO2/LiPON/Cu cell. On the other hand,  
the voltages of the Li/LLZO/Cu (Fig. 2b,c) and the Li/Li3PS4/Pt  
(Fig. 2e,f) cells during discharging (Li plating on Cu or Pt) at 25 °C 
and 60 °C quickly decreased to negative values at step-increased 
currents, and then increased to around 0 V due to shorting of these 
cells. The shorting was also confirmed by the impedance spec-
tra (Supplementary Fig. 4). The critical current densities of the  
Li/LLZO/Cu and Li/Li3PS4/Pt cells at 25 °C are 50 μ A cm−2 and  
120 μ A cm−2, respectively, consistent with previous reports14,28.

Interestingly, when the Li/LLZO/Cu cell was discharged at 
100 °C at a step-increased current up to 1.06 mA cm−2, the volt-
age of the Li/LLZO/Cu cell gradually decreased to − 4.0 V (versus 
Li counter electrode) and then rapidly dropped to − 7.0 V after the 
last step increase in the current (Fig. 2d). The test was terminated 
at 29,880 s with a cumulative charge of 4.6 mAh cm−2, apparently 
without shorting. The rapid voltage drop to − 7 V at large currents 
was also observed from the Li/Li3PS4/Pt cell tested at 100 °C at 
2 mA cm−2 with a cumulative charge of 1.2 mAh cm−2 (Fig. 2g). The 
current–voltage behaviours of Li/LLZO/Cu and Li/Li3PS4/Pt cells 
discharged at 100 °C are reproduced with two other batteries, and 
all the voltage behaviours are consistent with the results reported 
by Tsai20. Tsai attributed this abnormal voltage behaviour to loss of 
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contact between LLZO and the Li counter electrode, as the Li is 
dissolved from the Li/LLZO interface, leading to an increase in the 
interface resistance between LLZO and Li. The contact loss agrees 
with the increase in the voltage of the Li counter electrode mea-
sured by a three-electrode test (Supplementary Fig. 5g), and is also 
consistent with the greatly increased interfacial resistances of the 
cells after discharge (Supplementary Figs. 4d, g). We speculate the 
loss of the Li contact may prevent complete short-circuiting of the 
cell because it leads to a highly positive potential at the Li counter 
electrode (Supplementary Fig. 5g). The large amount of Li trans-
ported from the Li counter electrode without shorting allowed us to 
map the Li distribution in LLZO and Li3PS4 over a long-period Li 
plating at high currents.

Correlation between electric charge and accumulated Li
We first quantified the net amount of Li transported from the coun-
ter electrode (LiCoO2 or Li) by integrating the counts in all the 
measurable depths, including the surface region and bulk region of 
the cells (named ‘total region’), and subtracting the initial counts 
measured prior to the application of current. The amount of Li 
transported from the counter electrode (LiCoO2 or Li) was then 
compared with the cumulative electric charge.

Figure 3a shows that the amount of Li in the total region of the 
LiCoO2/LiPON/Cu cell increases during the initial charge, and 
the accumulated amount of Li correlates well with the cumula-
tive charge. On the other hand, no obvious increase in the amount 
of Li in the total region can be observed in the Li/LLZO/Cu and  
Li/Li3PS4/Pt cells tested at 25 °C (Fig. 3b,e) because the cumulative  

charge before shorting is too low and therefore the amount of Li 
transported can hardly be detected by NDP. Increasing the test 
temperature to 60 °C led to a larger amount of Li transported 
from the Li counter electrode in the Li/LLZO/Cu cell (Fig. 3c) and  
Li/Li3PS4/Pt cell (Fig. 3f). The amount of accumulated Li correlates 
well with the cumulative charge at the beginning of the measure-
ment, and then deviates after a certain amount of time for both 
cells. The deviation suggests that the amount of Li transported to 
the total region is less than the cumulative charge, suggesting that 
the dendrites have formed in the deep, undetectable region of the 
SEs. It should be noted that the enhanced electronic conductiv-
ity of SEs from their reduction (under the Li plating potential)36,43 
or from the formed dendrites may also contribute slightly to the 
deviation. The deviation further increases after the test tempera-
ture was increased to 100 °C (Fig. 3d,g), demonstrating that a large 
number of dendrites have been formed in the SEs, albeit without 
short-circuiting the cells tested at 100 °C (Fig. 2d,g). The forma-
tion of dendrites in LLZO and Li3PS4 after testing at 100 °C is also 
confirmed from the microscopic characterization of these SEs 
(Supplementary Figs. 6,7).

We then quantified the lithium content in the bulk regions of 
the SE in each of the cells. The SEs were denoted as LiPON-25 °C, 
LLZO-25 °C, LLZO-60 °C, LLZO-100 °C, Li3PS4-25 °C, Li3PS4-
60 °C and Li3PS4-100 °C based on the testing temperature used for 
Li plating. The lithium content in the bulk region of LiPON-25 °C 
remains constant during the entire lithium plating process (Fig. 4), 
indicating that the Li accumulation in the total region (Fig. 3a) is 
attributed only to the Li plating on Cu. The excellent correlation  
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between the amount of Li deposited on Cu and the cumulative 
charge indicate that no dendrites were formed in bulk LiPON, 
consistent with the electrochemical results (Fig. 2a). No appar-
ent change of the Li content can be detected in the bulk regions 
of LLZO-25 °C and Li3PS4-25 °C, indicating that shorting of the  
Li/LLZO/Cu and Li/Li3PS4/Pt cells at 25 °C is caused by rapid for-
mation of very thin dendrites whose net Li content is below the 
detection limit of NDP. However, the lithium contents in the bulk 
regions of LLZO-60 °C and Li3PS4-60 °C increase from t/t0 =  0.4 
(real time of 4,581 s) and t/t0 =  0.5 (real time of 16,550 s), respec-
tively. The results confirmed dendrite formation in both LLZO-
60 °C and Li3PS4-60 °C and, more importantly, showed that the 
formation of dendrites occurs much earlier than the shorting can 
be observed from the voltage profile (Fig. 2c,f), consistent with the 
previous result from an in-situ acoustic study19. The lithium con-
tents in the bulk regions of LLZO-100 °C and Li3PS4-100 °C start to 
increase at around t/t0 =  0.3, and keep increasing until the termina-
tion of the test, indicating the dendrites form continuously in these 
SEs during Li plating. The content of Li dendrites formed at 100 °C 
is much higher than that formed at 60 °C for both electrolytes,  
consistent with the results shown in Fig. 3.

Dendrite distribution inside Ses
To understand how the dendrites grow in LLZO and Li3PS4, the evo-
lution of detailed lithium concentration profiles in LiPON, LLZO 
and Li3PS4 SEs during lithium plating were analysed (Fig. 5a–g). 
As expected, the lithium distribution in the bulk LiPON-25 °C is 
uniform and remains unchanged during the entire lithium plating 
process (Fig. 5a). No obvious change can be observed in the lithium 
concentration profiles of the bulk LLZO-25 °C (Fig. 5b) and Li3PS4-
25 °C (Fig. 5e) due to the limited amount of dendrites formed. On 
the other hand, the increased lithium content in the bulk LLZO-
60 °C and Li3PS4-60 °C can be observed from Fig. 5c,f and, more 
importantly, the accumulated contents of Li in these SEs seem to 
be irrelevant to depth. A clearer evolution can be observed from the 
lithium concentration profiles of LLZO-100 °C (Fig. 5d) and Li3PS4-
100 °C (Fig. 5g). It was shown that the lithium contents at different 
depths of LLZO-100 °C and Li3PS4-100 °C increase uniformly dur-
ing Li plating (Fig. 5d,g). These results cannot be explained by the 
conventional understanding of directional dendrite growth3, which 
predicts the existence of a lithium concentration gradient in the 
front of the dendrite region (towards the cathode) (Supplementary 
Fig. 8a), regardless of the growth modes of dendrites (tip, root, or 

4.8
LiCoO2/LiPON/Cu-25°C

Li/Li3PS4/Pt-25°C

Li/Li3PS4/Pt-60°C

Li/Li3PS4/Pt-100°C

Li/LLZO/Cu-25°C

Li/LLZO/Cu-60°C

Li/LLZO/Cu-100°C

400

200

0

4.0

3.2

0

a

b e

c f

d g

2,000 4,000

Time (s)

0 1,000 2,000 3,000

0 6,0003,000

0 6,000 12,000 0 12,000 24,000 36,000

0 16,000 32,000

0 10,000 20,000

Time (s) Time (s)

Time (s)

Time (s) Time (s)

Time (s)

V
ol

ta
ge

 (
V

)

1.0

0.5

–0.5

0.0

2.0

0.0

–4.0

–2.0

1.8

0.9

–0.9

0.0

0.0

–8.0

–4.0

1.0

–1.0

0.0

0.0

–8.0

–4.0

V
ol

ta
ge

 (
V

)
V

ol
ta

ge
 (

V
)

V
ol

ta
ge

 (
V

)

V
ol

ta
ge

 (
V

)
V

ol
ta

ge
 (

V
)

V
ol

ta
ge

 (
V

)

C
urrent (μA

 cm
–2)

120

60

–60

0

200

0

–200

0

–400

–800

–1,200

C
urrent (μA

 cm
–2)

100

0

–200

–100

500

0

–1,000

–500

0

–2,000

1,000

–1,000

C
urrent (μA

 cm
–2)

C
urrent (μA

 cm
–2)

C
urrent (μA

 cm
–2)

C
urrent (μA

 cm
–2)

C
urrent (μA

 cm
–2)

Fig. 2 | electrochemistry. a, Voltage–time curve for the initial charge of the LiCoO2/LiPON/Cu cell with the magnitude of the current density increased 
step-wise at 25 °C. b–d, Voltage–time curves of the Li/LLZO/Cu cells discharged with the magnitude of the current density increased step-wise at 25 °C 
(b), 60 °C (c) and 100 °C (d). e–g, Voltage–time curves of the Li/Li3PS4/Pt cells discharged with the magnitude of the current density increased step-
wiseat 25 °C (e), 60 °C (f) and 100 °C (g).

NAture eNergY | VOL 4 | MARCH 2019 | 187–196 | www.nature.com/natureenergy190

http://www.nature.com/natureenergy


ArticlesNAturE ENErgy

tortuous growth). Instead, the uniform increase of dendrite content 
across the measurable thickness of the SEs can be caused only by the 
direct deposition of dendrites inside the bulk region of LLZO and 
Li3PS4 (Supplementary Fig. 8b).

Given that the lithium concentration profiles were collected 
over a large area (> 0.3 cm2) of the LLZO and Li3PS4, these results 
reflect the true evolution of the lithium distribution in these SEs. 
The direct nucleation and growth of dendrites inside LLZO is also  
supported by focused ion beam–scanning electron microscope 
(FIB-SEM) images with a 60 nm per step sectioning (Supplementary 
Fig. 9 and Supplementary Video 1). In these images, no apparent 
interconnections were observed between the black spots (Li den-
drites) inside LLZO, although more careful characterizations with a 
higher spatial resolution are still required to be more conclusive. It 
should be noted that the Li dendrites are only randomly formed at 
some places in the SE pellets, as shown in previous work18,20,23,28 and 
in our results (Supplementary Figs. 6, 7 and 9), and until now there 
has been no direct proof that the dispersed dendrites formed in the 
SEs are interconnected. The direct formation of isolated dendrites 
inside SEs can also explain why the response from the voltage pro-
file lags far behind the initiation of dendrites.

The direct nucleation and growth of dendrites inside LLZO 
and Li3PS4 suggest that dendrite formation in these SEs is caused 
by the electronic conductivity of these electrolytes. A possible 
mechanism for the dendrite formation is proposed on the basis of 
the experimentally observed results. Two critical conditions have 
to be satisfied simultaneously for lithium dendrites to be depos-
ited inside a SE: the presence of mobile electrons in the electrolyte 
(indicated by the electronic conductivity), and the potential in the 
electrolyte below the Li plating potential ( <  0 V versus Li/Li+).  
The overpotential must provide a sufficient driving force for the 
nucleation and growth of dendrites in the SEs. A simplified elec-
tro-chemo-mechanical model has been developed to quantify the 
driving force for dendrite formation inside SEs33. On the basis of 
this model, the critical potential is calculated to be − 17 to − 27 mV  
if the fracture stress of the SE is between 30 and 100 Mpa. It is 
known that the potential in the bulk electrolyte is determined 
by the electrochemical potential of Li+ and the electrochemi-
cal potential of electrons50. Therefore, a higher electronic con-
ductivity of the electrolyte will result in a lower potential in the  
bulk electrolyte, which will provide a larger driving force for den-
drite formation.
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It should be noted that a potential gradient is expected in the 
LLZO and Li3PS4 SEs because of electronic conduction. However, 
unlike the large potential gradient in liquid-electrolyte batteries, 
where both cations and anions are mobile, the potential gradient 
should be extremely small, based on the high Li-ion transference 
number close to 1.0 (refs. 51,52). On the other hand, the potential at 
local positions in the SE can fluctuate widely, based on the large 
microstructural and/or compositional heterogeneities in SEs53,54, 
especially at defects such as impurities, grain/particle boundar-
ies and voids. At these local positions, the electronic conductivity 
can be higher or the fracture stress can be lower, both of which can 
lower the driving forces (or local critical overpotential) for dendrite 
formation. We believe potential fluctuations due to these heteroge-
neities can easily surpass the potential gradient caused by electronic 
conduction, leading to the formation of dendrites at dispersed 
locations, instead of a directional propagation of dendrites, across 
the thickness of the SEs. These local positions with a lower criti-
cal potential would be expected to be statistically distributed within 
the entire solid electrolyte pellet, and therefore a nearly uniform 
distribution of dendrites can be detected from NDP measurements 
with a detected area >  0.3 cm2 (Fig. 5d,g), although microscopically 
speaking the dendrites are not uniformly distributed in the SEM 
images (Supplementary Figs. 6, 7 and 9) with detected areas around 
hundreds of square micrometres. The nucleation and growth of 
dendrites within the SE could further increase the electronic con-
ductivity of the SE36, which would promote the continuous depo-
sition of dendrites until they are connected to form a metallic 
percolation, leading to shorting of the cell.

electronic conductivity measurement
To corroborate the proposed mechanism, the electronic conductivi-
ties of LLZO and Li3PS4 SEs at different temperatures were also mea-
sured. Figure 6a,c shows the current–time curves of the Cu/LLZO/
Cu and Cu/Li3PS4/Cu cells under DC polarization at 100 mV at dif-
ferent temperatures. By applying a constant voltage, the current first 
decreases and then reaches a steady state. At the steady state, the cur-
rent is attributed only to electronic leakage, since two ion-blocking 
Cu electrodes were used. The electronic conductivities determined 

by this approach are shown in Fig. 6b,d. The electronic conductivi-
ties of LLZO and Li3PS4 at 30 °C are 5.5 ×  10−8 and 2.2 ×  10−9 S cm−1, 
respectively, which agrees with previous reports37–39. These val-
ues are much lower than the electronic conductivity of LiPON 
(10−15–10−12 S cm−1)40–42 measured by two ion-blocking electrodes. 
More importantly, the electronic conductivities of both electrolytes 
increase with temperature. It should be noted that the electronic 
conductivity measurement using two ion-blocking electrodes is 
not the same as a real Wagner–Hebb measurement using a Li elec-
trode and an ion-blocking electrode, but instead provides an upper 
limit of the electronic conductivity42. The Wagner–Hebb method 
was not used to obtain the electronic conductivities of Li3PS4 and 
LLZO because neither of these electrolytes is thermodynamically 
stable against Li metal5,38,43. Even slight decomposition of the SEs 
will lead to a noticeable influence on the measurement and data 
analysis (Supplementary Fig. 10). Nonetheless, the increase in elec-
tronic conductivity with temperature (Fig. 6) is consistent with the 
proposed mechanism, as the dendrite content also increases with 
increasing temperature.

Discussion
It is worth noting that, as an intrinsic property of SEs, the capability 
for Li dendrite suppression should be described by the magnitude of 
the critical overpotential inside the SE. Since the precise measure-
ment of the potential in the SE is difficult, the critical current den-
sity is used as a compromise to evaluate the capability for dendrite 
suppression of electrolytes14,17,20,28 assuming that the ASR of the cell 
is the same. However, the critical current density cannot represent 
the capability for dendrite suppression if the SEs are tested under 
remarkably different experimental conditions, such as different 
electrode geometries (three-dimensional versus planar), different 
capacities or different temperatures. Under these distinct condi-
tions, the ASR of the cell will change noticeably. For example, at a 
higher temperature, the electronic and ionic conductivities of the SE 
will increase and the interfacial resistances will decrease, all of which 
will lead to a decreased overpotential in the SE at the same current 
density. Therefore, the higher critical current density at a higher 
temperature is simply a result of improved kinetics, rather than 
improved capability for dendrite suppression. For electrolytes tested 
under remarkably different experimental conditions, we provide an 
alternative approach to evaluate their capability to suppress dendrite 
formation by measuring the potential of the anode in a three-elec-
trode cell. As can be seen in Supplementary Fig. 5, the high potential 
of the Li/LLZO/Cu cells is mainly attributed to the potential gradi-
ent at the cathode/electrolyte interface, while the overpotential of 
the Cu anode decreases from 22.6 to 5.1 mV when the temperature 
increases from 25 to 100 °C. The results indicate that a lower driv-
ing force is needed for dendrite formation at a higher temperature, 
which agrees well with the proposed mechanism, as the electronic 
conductivity is increased at a higher temperature.

Although it is not the main focus of the present work, we still 
cannot fully understand why more dendrites are needed to com-
pletely short the cell at a higher temperature. One possible reason 
would be thermal relaxation of the dendrites, as it has been sug-
gested that a higher mobility of Li atoms at a higher temperature 
can help reduce the surface area of the dendrites and promote iso-
tropic lithium growth55,56. In other words, the Li nuclei deposited 
inside the SE tend to grow towards a spherical morphology instead 
of a needle-like morphology at a higher temperature, and therefore 
a larger amount of dendrites are needed to form the metallic perco-
lation to short the battery. Nonetheless, more careful characteriza-
tions with a higher spatial resolution on multiple dendrites formed 
at different temperatures are needed to confirm this hypothesis.

The proposed electronic-conduction-induced dendrite forma-
tion mechanism helps to reconcile the inconsistent results from 
previous studies. Improving the relative density of LLZO may 
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not help the dendrite suppression because the electronic con-
ductivity of LLZO does not change much with the relative den-
sity (Supplementary Fig. 11). Whether the modification of grain 
boundaries can suppress dendrite formation really depends on if 
the electronic (not ionic) conductivity of the grain boundaries is 
decreased. Single-crystalline LLZO cannot prevent dendrite for-
mation if its electronic conductivity is still high57, although the 
critical potential of single-crystalline LLZO should be higher than 
that of polycrystalline LLZO because of the absence of free vol-
ume for dendrite formation. Achieving a better interfacial contact 
between Li and the SE by polishing the SE25 or inserting an inter-
layer that could alloy with Li20 can increase the ‘apparent’ critical 
current density due to an enlarged ‘effective’ contact area. However, 
because of the high electronic conductivity of the SE and the  
high electronic conductivity of the alloy interphase at the Li/SE 

interface, the enlarged ‘effective’ contact area between Li and the 
SE could lower the potential in the SE, accelerating Li dendrite for-
mation. In this regard, the formation of an ionically conducting, 
but electronically insulating interphase, the so-called SEI, between 
Li and SE is more desirable because the formation of the SEI could 
not only enlarge the ‘effective’ contact area but also lower the over-
all electronic conductivity of electrolytes (SE +  SEI) and increase 
the potential in the bulk SE. The ultimate solution for dendrite sup-
pression in the SE lies in lowering the electronic conductivity of the 
bulk electrolyte.

High ionic conductivity of >  10−4 S cm−1 has been considered a 
critical requirement for SEs58. However, there is no established con-
straint on the electronic conductivity. Our work demonstrates that 
low electronic conductivity should be another critical criterion for 
SEs regarding their practical application in lithium metal batteries. 
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The exact maximum value for the electronic conductivity is to be 
determined in future studies. Here we offer an empirical criterion 
on the basis of the correlation between the electronic conductivi-
ties and the critical current densities for three different SEs (LLZO, 
Li3PS4 and LiPON) (Supplementary Table 1). For a dendrite-free 
lithium plating at 1 and 10 mA cm−2, the electronic conductivities 
of the SE should be lower than 10−10 and 10−12 S cm−1, respectively.

In summary, we report the real-time visualization of lithium 
dendrite growth in LLZO and Li3PS4 SEs with operando NDP. The 
results suggest that lithium dendrites nucleate and grow directly 
inside LLZO and Li3PS4, and that high electronic conductivities of 
these materials are responsible for the dendrite formation in these 
SEs. This work highlights the critical role of lowering the electronic 
conductivity of SEs for dendrite-free Li plating at high current densi-
ties. Identifying the sources (for example, impurities, dopants, grain 
boundaries, or electrochemical reductions) for high electronic con-
ductivity in LLZO and Li3PS4 SEs is therefore imperative. The elec-
tronic conductivity should be considered as another critical criterion 
for SEs for their application in all-solid-state lithium batteries.

Methods
Preparation of the LiCoO2/LiPON/Cu cell. The LiCoO2/LiPON/Cu thin-film 
cell was prepared following a previous report10. In sequence, 30 nm Co, 200 nm 
Pt, 3.1 μ m LiCoO2 cathode, 3.2 μ m LiPON electrolyte, 200 nm Cu and a 700 nm 
LiPON overlayer were deposited on an alumina substrate. The area of the  
cell is around 0.5 cm2. A thick LiCoO2 cathode was used in the cell to provide  
a large amount of Li that can be plated on Cu. A thick LiPON electrolyte  
was used so that more information from the bulk region of the electrolyte  
could be measured. An additional LiPON overlayer was coated on top of  
the LiCoO2/LiPON/Cu cell to protect the extruded Li from reacting with 
residual O2 and H2O in the vacuum chamber.

Preparation of the Li/LLZO/Cu cell. Ta-doped LLZO powder with a composition 
of Li6.4La3Zr1.4Ta0.6O12 (LLZO) was prepared through a solid state reaction method 

following previous work43. To prepare the LLZO electrolyte pellet, the as-obtained 
LLZO powders were pressed into pellets under a pressure of 120 MPa. The pellet 
was fully covered with the mother powder and sintered at 1,230 °C in air for 
12 hours in an alumina crucible. The thickness and diameter of the LLZO pellet 
are around 1 mm and 1 cm2, respectively. The top and bottom surfaces of the LLZO 
pellet were thouroughly polished inside an Ar-filled glovebox using sandpaper 
to complete remove the Li2CO3 and the Li-deficient layer on the LLZO surfaces. 
Then 200 nm Cu was deposited on the surface of LLZO using e-beam evaporation 
(Matra Thermal Evaporator at the Fablab of Univeristy of Maryland Nanocenter). 
The LLZO was exposed to the air for a few minutes during sample transfer for the 
e-beam deposition. The diameter of the Cu is 6 mm. The Li/LLZO/Cu cell was 
assembled by attaching a lithium disk (with a diameter of 8 mm and a thickness 
of 100 μ m) on the other side of the LLZO pellet. The Li disk was scraped to 
remove the oxide layer on the surface. The Li/LLZO/Cu cell was assembled into 
a customized Al frame that was instrumented with a spring to maintain a certain 
stack pressure (~6.3 kPa) and an open window for the NDP measurement.

Preparation of the Li/Li3PS4/Pt cell. Amorphous Li3PS4 powder was synthesized 
by high-energy ball-milling Li2S and P2S5 with a molar ratio of 3:1 at 510 r.p.m.  
for 60 hours (PM 100, Retsch). To prepare the Li/Li3PS4/Pt cell, 150 mg of the  
as-prepared Li3PS4 glass was pressed into a pellet under a pressure of 360 MPa.  
The thickness and diameter of the Li3PS4 pellet are around 1 mm and 1 cm, 
respectively. A thin layer of Pt (~300 nm) was sputtered on top of the pellet using a 
sputter coater (Cressington 108auto). The diameter of Pt is 8 mm. A 100-μ m-thick 
Li metal with a diameter of 8 mm was attached on the other side of Li3PS4 pellet 
to make the Li/Li3PS4/Pt cell. The Li was scraped before attachment to the Li3PS4 
pellet. The Li/Li3PS4/Pt cell was also assembled into a customized Al frame that was 
instrumented with a spring to maintain a certain stack pressure (~6.3 kPa) and an 
open window for the NDP measurement.

Characterization. The morphology of the sample was examined using a Hitachi 
SU-70 field-emission scanning electron microscope and a Hitachi NB-5000 dual 
(Focused Ion/Electron) beam microscope. The process of sample transfer is 
included in a previous report59.

Electrochemistry. The charge (or discharge) process and the electrochemical 
impedance spectrum (EIS) measurement were performed on a potentiostat 
(BioLogic). The EIS was measured in the frequency range from 0.1 to 106 Hz after 
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resting at open-circuit potential for 30 minutes. The electronic conductivities of 
LLZO and Li3PS4 at different temperatures were measured by applying a 0.1 V DC 
voltage on the Cu/LLZO/Cu and Cu/Li3PS4/Cu cells.

NDP measurement. NDP spectra were acquired using a ‘cold’ neutron depth 
profiling facility (NG-5) at the NIST Center for Neutron Research (NCNR). The 
working principle is based on the nuclear reaction between 6Li (natural lithium 
consists of 6Li with a relative abundance of 7.5 at. %) and a neutron according to 
equation (1):

 + → +Li n He(2,055 keV) H(2,727 keV) (1)6 4 3

Emitted 4He (α ) and 3H (triton) particles lose kinetic energy while travelling 
through the bulk medium of the specimen; hence the depth at which these particles 
form can be deduced from the final energy of the detected particles. Averaged 
typically over an area of a few square millimetres to more than 1 cm2, NDP reveals 
Li depth profiles over a range of tens of micrometres with a depth resolution of 
a few tens of nanometres49, depending on the atomic composition, mass density 
and sample geometry. Since the stopping power of α -particles is greater than that 
of tritons, the profiles for the LiCoO2/LiPON/Cu thin-film cell are obtained using 
α -particle spectra that have higher depth resolution and provide more details, 
although both particles were detected. On the other hand, the weaker stopping 
power of tritons allow them to have larger penetration depth, which is desirable for 
profiling Li/LLZO/Cu and Li/Li3PS4/Pt cells with thick electrolytes. A 7.5-μ m-thick 
Kapton film is placed on top of the Li/LLZO/Cu and Li/Li3PS4/Pt cells to eliminate 
interference of the α -particles in the triton spectrum. The NDP profiles of these 
cells were stored at three-minute intervals. A neutron monitor was also operated 
simultaneously with all measurements to correct for any minor fluctuations in the 
incoming neutron flux (~1% over a reactor cycle).

NDP data analysis. Energy calibration. An energy standard sample (LiNbO3 
crystal) was used to convert the channel number to energy of charged particles 
(E). The NDP spectrum of the standard is shown in Supplementary Fig. 1. Each 
detected charged particle has a specific energy based on equation (1). Since the 
energy of the charged particles is linearly associated with a channel number, their 
relationship can be established as equation (2):

= . × + .E (keV) 0 696 Channel 38 267 (2)

Depth calibration. The relationship between the detected energy (E) and the depth 
at which the charged particles were generated could be established using Stopping 
and Range of Ions in Matter (SRIM), from which the residual energy of the charged 
particles generated at different depths of the sample could be calculated. The 
compositions and densities of materials used for SRIM simulation are listed in 
Supplementary Table 2. It should be noted that the Kapton film is also included 
in the depth–energy simulation in SRIM. A second-order polynomial was used 
to fit the calculated results to get the analytical relationship between the detected 
energy and the depth (Supplementary Fig. 2), so that we were able to convert all 
4,000 channels to depths. The interface between Cu (or Pt) and solid electrolytes 
(LiPON, LLZO and Li3PS4) is marked as the origin of the depth coordinate.  
Positive depth values encompass the thickness of the SEs.

The relationship between the detected energy of 4He particles and their depth 
in the 700 nm LiPON +  200 nm Cu +  3.2 μ m LiPON is determined to be

= − . × × − . × + .−d E E(LiPON) 3 654 10 0 00207 4 302 (3)7 2

The relationship between the detected energy of 3H particles and their depth in 
the 7.5 μ m Kapton film +  200 nm Cu +  1 mm LLZO is determined to be

= − . × × − . × + .−d E E(LLZO) 2 080 10 0 00487 22 013 (4)7 2

The relationship between the detected energy of 3H particles and their depth in 
the 7.5 μ m Kapton film +  300 nm Pt +  1 mm Li3PS4 is determined to be

= − . × × − . × + .−d E E(Li PS ) 3 651 10 0 00714 39 598 (5)3 4
6 2

Note that the deposited Li and the Li build-up on the Cu (or Pt) were not 
considered in the depth calibration because for the LiCoO2/LiPON/Cu cell, the 
total amount of Li transported to the anode is limited, and for the Li/LLZO/Cu and 
Li/Li3PS4/Pt cells, the stopping power of tritons in Li metal is very weak.

Concentration calibration. A 10B-containing standard with a known area density 
(D10B =  1.094 ×  1016 atoms cm−2) is used to convert the measured count rate to 
the Li concentration. The standard sample was measured in exactly the same 
geometrical setting as the in-situ electrochemical cell. This allows the areal density 
DLi (atoms cm−2) to be determined in the cells given the measured count rates of the 
standard (C10B) and the sample (C6Li), the cross-sections for the capture reaction of 
10B (σ10B =  3841.79 barn) and 6Li (σ6Li =  938.47 barn), and the natural abundance of 
6Li (A6Li =  0.075):

σ
σ

=
×

× ×
×

−

−

−
−

D

D
A C

C

[atoms cm ]

[atoms cm ] [barn]
[counts s ] [barn]

[counts s ]
(6)

Li
2

10B
2

10B

6Li 10B
1

6Li
6Li

1

To convert the areal density DLi (atoms cm−2) to the volumetric density D′Li 
(atoms cm−3), the area density is integrated every 10 channels and divided by the 
corresponding thickness covered by each 10 channels. The results are shown in 
Supplementary Fig. 3.

Statement of uncertainty. Possible sources of uncertainty within the NDP 
measurement include small-angle scattering of the charged particles, energy 
straggling of the particles, geometry (acceptance angle), measurement electronics 
(electronic noise, dead time), chemical composition of the sample, and the 
thickness of Kapton film. We believe the less than ideal counting statistics also 
contribute to the uncertainty of the results. Due to the transient nature of the in-
situ measurement, the counting statics is relatively poor compared with the static 
measurement which could take a longer time for the data collection. As a result, 
we binned the counts of every 60–80 channels together to get the profiles shown in 
Fig. 5. The uncertainties from counting statistics (εC) can be estimated by ∕C C,  
where C is the integrated counts for every 60-80 channels. The values of εC for 
LiPON, LLZO and Li3PS4 are determined to be <  5%, <  3%, and <  3%, respectively. 
We believe the error from background is negligible because no apparent change 
can be observed from the total counts for the same system tested at different 
temperatures. In addition, the statistical uncertainty in estimating the stopping 
power using SRIM is about 4%.

Data availability
The data that support the plots within this paper and other findings of this study 
are available from the corresponding author upon reasonable request.
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